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POLYBUTENE E0 

 
TECHNICAL RESULTS 

 

ITEM METHOD MIN 
 MAX 

MOLECULAR 
WEIGHT (MN) 

CCALI-ST 
01CG/062 400 450 

VISCOSITY @ 100C 
(CST) ASTM D-445 9.4 11.8 

DENSITY 15/15 C ASTM D-1298 0.850 0.860 
FLASH POINT PM (C) 

 ASTM D-93B 121  

COLOUR (PT/CO 
SCALE) ASTM D-1209  70 

ACID NUMBER (MG 
OHK/G) ASTM D-974  0.02 

WATER (WT PPM) 
 ASTM D-6304  50 

IRON (WT PPM) CCALI-ST 
01AN/0100  4 

ALUMINIUM (WT 
PPM) 

CCALI-ST 
01AN/0100  5 

SODIUM (WT PPM) CCALI-ST 
01AN/0100  1 

CHLORIDES (WT 
PPM) ASTM D-2522  200 

APPEAREANCE 
 Visual BRIGHT, CLEAR LIQUID. 

 


